‘@w\\ca! c &,
e
s

ULk
NG

Testing Services”

Acoustical Testing
Laboratory

TEST REPORT

oustica,

s
“Nionng

o

For

PadTech LLC
427 Virgil Drive
PO Box 2462
Dalton, GA 30722
Rock Harden / 877 303-0372

Sound Transmission Loss Test
ASTM E 90— 04 / E 413 - 04
On

6 in. (152 mm) Concrete Slab with Suspended Gypsum Board Floor-Ceiling Assembly
Overlaid with;
Wood Laminate Flooring on FloorArmor Underlayment
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Report Number: NGC 5006030

Assignment Number: G-313

Test Date: 06/13/2006

Report Date: 07/07/2006
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Test Engineer
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Reviewed by: % W J
Robert J. Mengheffi \//
Director /

The results reported above apply to specific samples submitted for measurement.

No responsibility is assumed for performance of any other specimen.

This report may not be reproduced except in full, without the written approval of the laboratory.
The laboratory’s test reports in no way constitutes or implies product certification, approval,

or endorsement by this laboratory.
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